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The Mossbauer isomer shifts (S) of 'I9Sn were measured in homogeneous metal matrices, in 
certain binary alloys, and in intermetallides. The main property that determines the behavior 
o f S  for Sn atoms in metallic systems is the locality property, which reflects the dominant 
contribution of the interaction with the nearest neighbors and the observed changes of the 
electron density. A linear correlation between S a n d  the electronegativity p, of the matrix was 
obtained for Sn atoms admixtures in pure metals. The drastic weakening of the dependence of 
S o n  p, for transition metals is due to the decrease of the s-component of the wave function as 
a result of sd hybridization. The nonlinearity of the dependence of S on the composition in 
binary alloys is interpreted with the aid of a model in which account is taken of the 
inhomogeneous electron-density distribution, due to the difference between the energies of Sn- 
atom bonds with neighboring atoms of various types. We discuss the significance of these 
results to the interpretation of data on magnetic hyperfine interaction of Sn atoms with 
metallic magnetics. 

1. INTRODUCTION 

One of the most important parameters measured in 
Mossbauer spectroscopy is the isomer shift (IS) of a reso- 
nance line. The IS is proportional to the electron density in 
the region of the nucleus. The value of the IS is highly sensi- 
tive to changes of the configuration of the atom's valence 
electrons. The IS is therefore widely used to study the elec- 
tron structure of solids. By measuring the IS of a metallic 
system it is possible to investigate the electron-density distri- 
bution changes that reflect the features of the interaction 
between the atoms when an alloy or an intermetallic com- 
pound is formed (see, e.g., Refs. 1 and 2).  

The study of the IS of Il9Sn impurity atoms in homo- 
geneous metallic matrices is the subject of many studies 
made mainly during the early development of Mossbauer 
spectroscopy. (The main results of these studies and a bib- 
liography can be found, for example, in Flinn's review'.) 
Certain relations were established, in the form of correla- 
tions between the magnitude of the IS and such matrix-metal 
properties as the atomic volume, the compressibility, the De- 
bye force, and others. Unfortunately, none of these correla- 
tions have been thoroughly interpreted. The question of the 
factors that determine the value of the IS for Sn atoms in 
metals remained unanswered even empirically. It is easily 
seen that by a mere determination of the above-mentioned 
correlations contributes little to the solution of this problem. 
The main characteristic properties of pure metals are known 
to depend in like fashion on the place of the element in the 
periodic table, so that all these properties strongly correlate 
with one another. The existence of a correlation between the 
IS and some property of a matrix metal is therefore almost 
trivial and reflects in the main only a general interrelation 
between various properties of metals. It should also be noted 
that sufficiently pronounced correlations were obtained 
only for Sn impurity atoms in nontransition metals. This is 
partially attributed to the incomplete accuracy of the experi- 

mental data, and also to the fact that most properties of tran- 
sition-element matrix metals taken as a group vary in a rela- 
tively narrow range. 

The isotope 'I9Sn is widely used in Mossbauer spectros- 
copy as a probe to study the electronic and magnetic struc- 
tures of metallic systems. The measured values of the IS con- 
tain important information both on the properties of the 
system and on the features of the interaction between the Sn 
impurity atom and the matrix atoms. Unfortunately, an ap- 
preciable (and the most important) part of this information 
cannot be extracted from experimental data, since there are 
no specific data on the relation between the observed values 
of the IS and the parameters of interest. An experimental 
determination ofthe main factors that determine the value of 
the IS for Sn atoms in metallic systems is therefore most 
urgent. Interest in this problem is increasing in view of the 
recently observed correlation between IS and hyperfine 
fields for Sn impurity atoms in gadolinium intermetallide~.~ 
It was shown that in a number of cases the observed param- 
eters of the magnetic hyperfine interaction reflect directly 
the features of the chemical interaction. One can expect a 
correct interpretation of the IS data to be useful for elucida- 
tion of the nature of the mechanism that transfers the spin 
density from magnetic atoms to nonmagnetic ones in metal- 
lic magnetics. 

We have carried out systematic measurements of the IS 
for Il9Sn in metals, binary alloys, and some intermetallic 
compounds, having crystal structures typical of metallic sys- 
tems. All the IS measurements were made under identical 
conditions: at 77 K relative to a CaSnO, source kept at room 
temperature. The measurements were made with spectro- 
meters operating in a constant-acceleration regime. In most 
cases, a double spectrometer4 was used, which permitted 
highly accurate measurements of the relative shifts of the 
Mossbauer lines. As a rule, the absolute values of the IS were 
measured with accuracy not worse than 0.02 mm/s: the rela- 
tive measurements of the IS in binary alloys were measured 
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TABLE I. Isomer shifts for "9Sn impurity atoms in metallic matrices. 

Remarks. The isomer shifts S were measured at 77 K relative to a CaSnO, source kept at room 
temperature. 2. Absence of a reference in the last column of the table means that the result was 
obtained in the present paper. 

accurate to 0.005 mm/s. To decrease the probability of the 
onset of short-range order, quenched alloys were used; the 
intermetallides were annealed to fit the phase diagram. To 
intepret the data we used also certain results obtained earlier 
by others. Some of these results were reduced to standard 
conditions in accordance with the recommendations formu- 
lated in Ref. 5 .  In particular, it was assumed that the shifts 
measured with CaSnO, and BaSnO, sources are experimen- 
tally indistinguishable. For certain matrices, (e.g., Zn and 
Cd), the data obtained by different workers are contradic- 
tory (probably because of metallurgical difficulties): these 
data were disregarded. The values of the IS for the Sn atoms 
in homogeneous metallic matrices and in intermetallides are 
listed in Tables I and 11, respectively. Table I contains also 
data on the density of the impurity tin in the investigated 
metals. 
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2. IMPURITY Sn ATOMS IN HOMOGENEOUS METALLIC 
MATRICES 

The problem of interpreting the IS in metals and alloys 
is closely connected with the problem of the binding energy 
of atoms in metallic systems. The difficulties encountered in 
the solution of this problem are universally known; they are 
due primarily to the fact that the binding energies of atoms in 
metals are comparable with energies of the atomic excita- 
tions and are not small compared with the ionization ener- 
gies. The analysis of the empirical and semi-empirical ex- 
perimental data is made substantially simpler by considering 
not the absolute values of the binding energies, but only the 
differences between the binding energies in the alloys and in 
the corresponding pure metals6 A similar approach must be 
used also to the IS: the electron densities corresponding to 
the observed values of the IS must be compared not with the 
electron density in the free atom (or in the free ion), but with 
the electron density in the metallic system, which can serve 
as a convenient origin for the IS scale. In this case (at least 
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when considering IS for Sn impurity atoms in nontransition 
metals), this origin is the value of the IS in metallic tin (0- 
Sn). 

In such an approach to the analysis of the experimental 
data, an important factor that determines the variation of 
the IS within a group of similar system, is the electronegati- 
vity difference Aq, = q,, - p,, where p, is electronegati- 
vity of the matrix metal and po is the electronegativity of the 
metal used as the reference (metallic tin in our case).' It 
must be borne in mind that electronegativity is not an exact 
quantitative property of an element. In particular, can be 
altered by substantial changes of the electron configuration 
of the atom. An important condition for a correct use of the 
electronegativity concept is that the IS variations be consid- 
ered far a limited system group for which the electron con- 
figuration of the given atom can be regarded as relatively 
stable. Under this condition one can expect the isomer shift S 
for an impurity atom in a homogeneous metallic matrix to be 
connected with Ap by the simple linear relation' 
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where So is the value of the IS in the metal used as the refer- 
ence, and B a coefficient constant for the given group of 
systems. 

As already noted above, the electronegativity is only an 
approximate quantitative characteristic of the element. In 
practice one uses several electronegativity scales obtained by 
using different properties of the atoms, metals, and chemical 
compounds. These scales are on the whole analogous, but 
differ from one another in details. (An interesting discussion 
of this equation, and a comparison of electronegativity scales 
are given in Refs. 7.) To analyze the experimental data, we 
used the Miedema scale6 based on data on the work func- 
tions of metals and on the results of analysis of the binding 
energies in binary alloys. We assume that this scale agrees 
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Ti 
V 
Cr 
Mn 
Fe 
Ni 
Y 
Zr 
Nb 
Rh 
Pd 
La 
Gd 
Hf 
Pt 

4.20 
4.55 
4.10 
4.45 
3.90 
4.15 
4.50 
3.90 
4.10 
4.15 

[8] 

[9] 

I 
0.5 
0.1 
0.3 
0.2 - 
0.8 
0.8 
0.7 
1.0 

2.33(2) 
1.78(2) 
2,57(2) 
2.14(1) 
2.92(1) 
2.59(1) 
2.08(2) 
3.00(2) 
3.11(1) 
2.64(3) 

1,73(2) 
1,66(2) 
1.58(3) 
1.69(3) 
1.58(2) 
1.57(2) 
1,97(2) 
1.72(2) 
1.67(2) 
1.47(2) 
1.53(2) 
1.97 (2) 
1,91(2) 
1.78(2) 
1.32(3) 
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FIG. 1. Isomer shift S for ' "Sn impurity atoms in metals vs the electrone- 
gativity g,, of the matrix. (Dark and light circles-nontransition and 
transition metals, respectively.) The solid lines correspond to the linear 
relations ( 2 )  and ( 3 ) .  The vertical arrow shows the change of S for two 
groups of matrices at Aq, = pM - g, ,, = 0. 

best with the real situation in alloys. An exception is the 
value o f p  for Au. The high value o f p  for Au in the Miedema 
scale is indicative of an interaction of Au with transition 
metals (with participation of the d-electrons of the Au 
atom). At the same time, the Au-Sn interaction is similar to 
the Ag-Sn and Cu-Sn interactions, i.e., is typical of nontran- 
sition-element interactions. The value p = 4.5 assumed by 
us for Au agrees best with this rule. The values of p for 
nontransition and transition metallic matrices are given in 
Table I. 

The dependence of the isomer shift S of impurity Sn 
atoms in metals on the electronegativity pM of the matrix is 
shown in Fig. 1. I t  can be seen that the experimental data are 
distinctly divided into two groups (nontransition and transi- 
tion metals); within each of these groups, good agreement is 
observed between the data and relation ( 1 ) . (Noticeable de- 
viations of the values o f S  in certain matrices from this linear 
relation should be attributed to the somewhat arbitrary 
character of the electronegativity scale.) The possibility of 
representing the experimental data by Eq. ( 1 ) confirms that, 
within the limits of each of the two groups of matrices, the 
electron configuration of the Sn atom is indeed relatively 
stable and the observed changes of S are determined by the 
spatial electron-density shift that depends on the difference 
Ap. As expected, the electron density in the region of the Sn 
nucleus decreases with increase of pM . The functional form 
of the dependence o f S  on pM does not change when the sign 
of Ap is reversed (i.e., it is independent of the sign of the 
electron-density transport). 

The experimental data were reduced by least squares in 
accordance with Eq. ( 1 ). For the Sn impurity atoms in non- 
transition metals we obtained the following relation between 
S a n d  Ap = pM - ps,: 

A feature of this group of data is a very strong dependence of 
S o n  Ap, which indicates a large contribution of thes compo- 
nent to the wave function of the valence electrons of the Sn 

atom in nontransition metals. According to an estimate ob- 
tained in Ref. 15, the configuration of the valence electrons 
of the Sn atom in metallic tin can be approximately repre- 
sented ass'.'p2.? The range of the effective number n, of the 
s electrons can be roughly estimated by using a semi-empiri- 
cal formula for the dependence of S on the configuration of 
the valence electrons of the Sn atom.2 According to this for- 
mula, the derivative dS/dn,  is approximately equal to 3 
mm/s per s electron. Thus, the range of variation of the IS 
for Sn atoms in nontransition metals (from 1.78 to 3.11 mm/ 
S )  corresponds to a variation ofn,  from 1.4 in a Cu matrix to 
1.9 in a Pb matrix. I t  must be borne in mind, however, that 
these estimates are tentative, give an idea of the change of the 
electron density in the region of the nucleus, but apparently 
do not represent the real change of the electron configura- 
tion. As already noted, it is natural to regard the variations 
of the IS within a given group of matrices as the result of a 
spatial shift of the electron density, due to a difference 
between the electronegativities, under conditions of relative 
stability of the electron configuration of the Sn atom. 

For Sn impurity atoms in transition metals, a similar 
reduction of the data leads to the following relation between 
S and Ap: 

From this equation (and from Fig. 1 ) it can be seen that for 
transition matrices (compard with nontransition ones), a 
drastic decrease is observed both in the value of S at Ap = 0 
and in the dependence o f S  on pM . (As a result, the values of 
S i n  these matrices vary in a relatively small range, notwith- 
standing the large range of variation of pM . ) The change of 
the coefficients of Eq. ( 1 ) means that the configuration of 
the valence electrons of the Sn atom in transition metals has 
substantially changed; particularly typical is the drastic de- 
crease of the derivative dS /dpM.  This result means a strong 
decrese of the S component of the wave function of valence 
electrons, which can be naturally attributed tosd hybridiza- 
tion resulting from the interaction of the valence orbitals of 
the Sn atom with the d states of the transition-metal atoms. 
It should be noted that the change of the total effective num- 
ber of s electrons for the two groups of matrices is not so 
large, whereas the derivatives dS /dpM change by almost a 
decade. This means that the main part of the s-electron den- 
sity of the Sn atom is always well localized and does not 
change so strongly when the alloy is formed. A substantial 
change takes place in only a small part of the s-electron den- 
sity, located at distances of the order of the Wigner-Seitz 
radius. This conclusion agrees well with the results of the 
relativistic calculation of the radial dependence of the den- 
sity of the valence electrons of the Sn atom inp-Sn (Ref. 16), 
according to which not less than 90% of the 5s-electron den- 
sity is localized within the Wigner-Seitz cell. 

The results of this analysis show, in particular, that it is 
possible in principle to classify metallic systems (alloys, in- 
termetallides) in accordance with the stability of the elec- 
tron configuration of the Sn atoms (impurity atoms or atoms 
entering in the system as a natural component). It can be 
assumed that all such systems can be subdivided into groups 
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TABLE 11. Isomer shift S for '"Sn in copper intermetallides (Nis  the number of nearest neigh- 
bors of the Sn atom, r is the distance between the Sn atom and its nearest neighbors). 

Remarks. 1. The isomer shifts S were measured at 77 K relative to a CaSnO, source kept at room 
temperature. 2. Absence of a reference in the last column of the table means that the result was 
obtained in the present paper. 

with fixed pairs of numbers So and dS/dp,, where So is the 
value of the IS for a real or hypothetical system correspond- 
ing to Ap = 0. For Sn impurity atoms in homogeneous me- 
tallic matrices, two such groups were singled out (nontransi- 
tion and transition metals); clearly, however, the number of 
such groups can also be much larger. For example, for one of 
such groups the "reference point" should be grey tin (a-Sn), 
for which S=: 2 mm/s. Such a classification may be of inter- 
est, for example, from the standpoint of comparing the fea- 
tures of a chemical interaction and the structure of interme- 
tallic compounds. 

Matrix 1 t e  1 N I .._I 

3. LOCALITY OF IS FOR Sn ATOMS IN INTERMETALLIDES 

s. mm/s 

1.78(2) 
1.82 (2) 
1.77 (2) 
1.77 (5) 

1.79 (5) 
1.80(1) 

Cu 
CuJSn 
CulMnSn 
Cu.MnAl 
(A1 site) I 
Cu2MnSn 
CuhfnSh 
(Sb site) 

Important regularities, which characterize the IS for Sn 
atoms in metallic systems, are revealed by the study of or- 
dered alloys and intermetallides. It was noted earlier3v7 that 
the IS for impurity Sn atoms in gadolinium alloys changes 
very little when the structure and composition are changed. 
In the present study we measured the IS for '19Sn in a group 
of copper intermetallides having different compositions and 
different crystal structures. We chose compounds in which 
the nearest neighbors of the Sn atom were exclusively Cu 
atoms, but their number varied in a wide range. The struc- 
tures of the investigated compounds were typical of systems 

References 

I181 

[I81 

with metallic-type bond. The results of these measurements 
are given in Table 11. 

It  can be seen that the IS is highly constant and is inde- 
pendent of the composition of the compound, of the crystal 
structure, and of the number of nearest neighbors. In all 
cases the IS is practically the same as for Sn impurity atoms 
in pure copper. This shows clearly that the IS for Sn atoms is 
a local characteristic determined by the type of neighboring 
atoms and not dependent (or weakly dependent) on other 
parameters. In particular, a parameter such as the average 
electron density is certainly not significant. Attention is 
called in particular to the independence of the IS of the num- 
ber of nearest neighbors (which varied in the investigated 
system in a wide range, from 4 to 12). At first glance, this 
property of the IS seems unexpected, but it is in fact natural 
because of the local nature of the IS and the delocalization of 
the valence electrons of the Sn atom within the unit cell. The 
observed value of the IS must be regarded as an average over 
all possible bonds between the Sn atom and its nearest neigh- 

A l 
CuSSn 

C15 
L21 

L21 
c l b  

bors. At a fixed number of valence electrons of the Sn atom 
an increase of the number of nearest neighbors increases the 
number of these bonds and decreases correspondingly the 
electron density per bond. It seems obvious that in this case 
the averaging result should not depend on the number of 
nearest neighbors (if they are all equivalent). This conclu- 
sion should be correct for any group of systems with metallic 
type of bond. 

More difficult to explain is the unexpectedly weak de- 
pendence of the IS on the distance to the nearest neighbors 
(which is just as clearly manifested in gadolinium interme- 
t a l l i d e ~ ~ , ' ~ ) .  As seen from Table 11, for the systems invetigat- 
ed this distance varies in the wide range from 2.56 to 2.89 A. 
It  is usually assumed (see, e.g., Ref. 1 ) that in the interpreta- 
tion of the IS for impurity atoms in metals account must be 
taken of the "volume effect" due to the different atomic vol- 
umes of the impurity and matrix atoms. It can be seen, how- 
ever, that the IS of Sn atoms in copper alloys is the same, 
with high accuracy, whether the Sn atoms are impurities or 
not. We expect from general considerations some depend- 
ence of the IS on the volume, but for the Sn atoms both 
dimensional factors (the "volume effect" and the direct de- 
pendence of the IS on the distance) exert no measurable 
influence on the IS in the investigated systems. 

12 
12 
12 
8 

8 
4 

4. IS FOR Sn ATOMS IN BINARY ALLOYS 

2.56 
2.69-2,77 

2.89 
2.58 

2.67 
2.64 

Further confirmation of the local nature of the IS was 
obtained from the study of the IS of Sn atoms in binary al- 
loys. This case constitutes a new situation, in which the near- 
est neighbors of the Sn atoms include atoms of different type, 
and the number of the neighbors of one type varies with 
change of composition. The observed value of the IS is de- 
fined as the averge over different nearest-environment con- 
figurations. Besides the locality property, these measure- 
ments revealed also selectivity of the interaction, viz., the 
contribution to the IS from atoms of different type is deter- 
mined not only by their number but also by the energy of the 
interaction between the given atom and the Sn atom. 

The measurements were made for disordered binary 
Cu, _, Rh, alloys (at impurity tin concentration 0.3 at.%) 
and for the quasibinary (Cu, - , Nix ),Sn solid solutions. In 
the analysis of the results we used also data obtained earlier" 
for Cu, -, Mn, alloys. In all these systems the Sn atom has 
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FIG. 2. Isomer shifts S for 'I9Sn in the binary alloys Cu, -.Rh, (o ) ,  

Cu, -. Mn, ( A )  and in the quasibinary solid solutions (Cu, -,Nix ),.Sn 
( 0 ) .  The shifts are given relative to the Cu matrix for Cu-Rh and Cu-Mn 
alloys and relative to Cu,Sn for the intermetallides (Cu, Ni),Sn. Solid 
lines-calculated from Eq. (6) with the values of the parameter y indicat- 
ed in the text. The data for the Cu-Mn alloys were taken from Ref. 11. 

12 neighbors in the nearest coordination sphere. The Cu-Rh 
and Cu-Mn alloys have an fcc lattice. The structure of the 
intermetallides Cu,Sn and Ni,Sn has hexagonal symmetry; 
this symmetry is preserved also in quasibinary solutions with 
x < 0.3 and x > 0.4 (at  x = 0.3 - 0.4 another type of struc- 
ture is produced, in which the nearest neighbors of the Sn are 
only Cu atoms). The measurement results are shown in 
Fig. 2. 

The most distinguishing feature is nonlinearity of the 
plots of the IS vs composition, whose curvatures are of oppo- 
site sign for the Cu-Rh and CuMn alloys. It was frequently 
suggested earlier that for solid solutions (having the same 
alloy structure) the dependence of the IS on the composition 
should be linear; this linearity was regarded as the result of 
averging of the interaction for the collectivized valence elec- 
trons in the metallic system. The experimental data patently 
contradict this picture, but agree well with locality, consid- 
ered above, of the isomer shift. The nonlinear dependence of 
the IS on the composition means that binary alloys preserve 
the individual interaction properties that determine the val- 
ue of the IS in homogeneous metallic matrices. If the nearest 
neighbors of the atom include atoms of a different type, delo- 
calization of the valence electrons within the limits of the 
unit cell does not lead generally speaking to the onset of a 
homogeneous distribution of the electron density. The elec- 
tron density is higher in those regions of space which corre- 
spond to higher energy of the bonds between the atoms. As a 
result, the contribution made to the IS by the interaction 
with atoms of a given type is determined not only by the 
number of these atoms, but also by the electron density that 
corresponds to this interaction. 

These considerations suggest a simple model capable 
not only of explaining the results shown in Fig. 2, but also of 
obtaining new information on the features of the interaction 
of the Sn atom with atoms contained in the investigated al- 

loys. Consider a binary alloy A, -, B, and an Sn-atom near- 
est-neighbor configuration containing M atoms of type A 
and 12-M atoms of type B. Assume that the IS for this con- 
figuration is the additive sum of the contribution of the indi- 
vidual Sn-A and Sn-B interaction. We introduce a coeffi- 
cient y equal to the ratio of the electron densities 
corresponding to the Sn-B and Sn-A interactions, and stip- 
ulate that for configurations with M = 0 and M = 12 the 
values of the IS be equal to the known values S, and S, in 
the corresponding pure metals. We assume for simlicity that 
the parameter y is independent of composition. For the con- 
sidered configuration with Matoms of type A the IS can then 
be expressed in the form 

The parameter y determines the relative strength of the bond 
between the Sn atom and the A and B atoms; y > 1 if the Sn- 
B interaction is stronger than Sn-A. It is convenient to re- 
write Eq. (4)  in the form 

where A = S, - S,. The differences between the isomer 
shifts S ( M )  for different configurations constitute a small 
fraction of the width of the resonance line in the spectrum, so 
that one really measures the averge shift, whose value for the 
A, -, B, alloy is 

For a statistical distribution of the alloy components, the 
probabilities of the different configurations correspond to 
the binomial distribution 

l&: 

W (M, X) = (1 -x) Mx'2-M. 
M! ( 1 2 - M )  ! 

The only free parameter of the model is y, which is deter- 
mined by comparing the model with experiment. 

The solid lines of Fig. 2 show the dependences of the IS 
on the composition, calculated from Eq. (6) .  It can be seen 
that in all cases the model accounts well for the nonlinear 
character of theS(x) dependences. The values of the param- 
eter y in the alloys Cu, -, Rh,, Cu, - , Mn, and (Cu, -,. 
Nix ) ,Sn were found to be respectively 5.0, 0.25, and 1.5. 
This means that the Sn-Rh interaction is much stronger 
than the Sn-Cu interaction, which in turn is substantially 
stronger than the Sn-Mn interaction; the Sn-Ni interaction 
is stronger than the Sn-Cu interaction. (Qualitatively, as 
seen from Fig. 2, this follows directly from the values and 
signs of the deviation of the S ( x )  dependences from linear- 
ity.) We note that these relations between the binding ener- 
gies agree with the laws governing the formation of tin-con- 
taining ordered alloys. For example, the existence of the 
ternary alloys Rh,MnSn and Cu,MnSn, in which the nearest 
neighbors of the Sn atoms are Rh and Cu, is accounted for by 
the relative weakness of the Sn-Mn interaction compared 
with the Sn-Rh and Sn-Cu interactions. Thus, measure- 
ment of the S ( x )  dependences for impurities in binary alloys 
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can be regarded as a method of comparing the binding ener- 
gies of the atoms in metallic systems. For a quantitative in- 
terpretation of the parameter y we need more detailed infor- 
mation on the distribution of the electron density in the 
alloys. This distribution depends on the features of the inter- 
action between atoms of different types and can be highly 
inhomogeneous within the confines of the unit cell. 

5. CONCLUSlON 

The behavior of the IS for Sn atoms in metallic systems 
is subject to simple rules that result from the basic locality 
property of the interaction that determines the value of the 
IS. The interaction selectivity property, considered in Sec. 4 
of the present article, is particularly important for the under- 
standing of certain features of the magnetic hyperfine inter- 
action for Sn impurity atoms in rare-earth intermetallides. 
The interaction of the Sn atom with rare-earth atoms is char- 
acterized by a high binding energy. In individual cases this 
creates an unusual situation, in which the Sn atoms hardly 
interact with atoms of another type located in the nearest 
coordination sphere. (For the model considered above, this 
corresponds to very large or very small values of the param- 
eter y.)  For example, there is no Sn-Mn interaction in the 
intermetallide GdMnSi even though the Sn-Mn distance is 
shorter than the Sn-Gd d i ~ t a n c e . ~  in RAl, intermetallides, 
the IS is determined by the Sn-R interaction, although the 
nearest neighbors of the Sn atom are A1 atoms. "These prop- 
erties of the interaction between the Sn atom and its neigh- 
bors is directly manifest in the magnetic hyperfine interac- 
tion. For example, the contribution made to the magnetic 
hyperfine field by the 3d-moment of the Mn atoms vanishes 
in GdMnSL3 At the same time, in the TmFe, intermetallide 
there is no contribution to the hyperfine field from the rare- 
earth sublattice, a fact explained by the relatively strong in- 
teraction of the Sn atom with Fe atoms in the nearest coordi- 

nation sphere.'' A joint analysis of the data on the isomer 
shift and hyperfine interaction uncovers thus new possibili- 
ties for the interpretation of the experimental data, on the 
basis of specific concepts concerning the properties of the 
electron-density distribution in metallic systems. 
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